NATIONAL QUALITY INSPECTION AND SUPERVISION CENTER F OR
INDUSTRIAL CERAMICS OF BUILDING MATERIALS INDUSTRY

INSPECTION REPORT RN _)\k
N0.:2020Y-0162-2 i e
Sample Description Tabular Alumina Sample No. 2020Y-0162-02
Client Zibo Huao New Materials Co., Ltd
Manufacturer /
Size / Type ZBHASL-2 0-1mm Brand /
Sample state Powder Test Type Contract
Reception Date/Place 2020.03.13;Center Sample Amount 100g
No. Test Items(Unit) H i Standard
Individual Average
1 MgO(%) 0.0038 / GB/T 3044-2007
2 AL O3(%) 99.75 / GB/T 3044-2007
3 K>0(%) 0.00026 / GB/T 3044-2007
< Na,0(%) 0.19 / GB/T 3044-2007
5 CaO(%) 0.015 / GB/T 3044-2007
6 Fe,05(%) 0.018 / GB/T 3044-2007
7 Si10,(%) 0.021 / GB/T 3044-2007
8 LOI(%) 0.00 / GB/T 3044-2007

The results only in charge of the detected samples.
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